
Constructional data
 
In accordance with /EN 233/, the following technical (structural) data can be declared on delivery:* 

In case of multiple answers, values need to be examined depending on the manufacturer.

 

 

For USA manufactured products should be in accordance with /ASTM F 793-0-06/ Table 1 Classification Criteria.

Or:

/Wallcoverings Association WA-101/ Table 1 Physical Test Requirements.

 

Depending on whether products are intended for the European or US market, the following performance data must be declared.

property name + additional info value unit

Measures by categories /EN 233/ category 1 - 3 -

Straightness and parallelism according to /DIN EN 12956/ < 1 -

Washability according to /EN 12956/ extra-scrubbable -

Colour fastness to light according to /EN ISO 105-B02/ 6 -

Migration of heavy metals and certain other elements to /EN 12149/ fulfills the norm -

Vinyl chloride monomer (VCM) content max. < 0,2 mg/m² according to

/EN 12149/

fulfills the norm -

Emissions of formaldehyde max. < 120 mg/kg according to /EN 12149/ fulfills the norm -


